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SEBAEX B CERTIFICATE No. : SB0012370 JFE Bars & Shapes Corporation
ZYEF S ORDER No. INSPECTION CERTIFICATE I
=
RS SO | RS () BEAS)WE1TE
T % 4 PROJECT NAME : #EMR TEL 086-447-4224
£ X #& SHIPPER | EXSBXSA KRFEER 4 #/5 DEALERSHIP:
$ & SPECIFICATION : JIS G 3112 SD345 H#F B SHIP DATE 20234F 64 14H
B|3E382 TENSILE TEST ggg; 1k =% % 5
. " A - 6 7
pEEs | M B & # B B | xeny |ERS| MR _f‘? B CHEMICAL COMPOSITION %
AR vPots| TS YR | # [El| qpsr | € | i [ Mn | P [ s [ Ni | cr | Mo | v Ceq
N/mm2 A1 | 180° X100 X 1000 X100 | X100 X 1000{X 1000 X100
(%gf §0-) SIZE QUANTITY MASS  I345— [MIN MAX | 22 |MIN| R= [MAX |MAX |MAX |MAX |MAX MAX
°- mm ke | 440 490 | 0.80 18| 2.0D 27 55| 160 40 40 60
2-G0159 D22 X 6000 100 392 597 | 0.66 19 GOOD 25 24 97 28 20 10 18] 42 11 47
(5B89951)
2-J0033 D22 X 6000 2 408 600 | 0.68 18 GOOD 27 17 88 27 29 7 22| 25 11 48
(5B90473) 1, 856
A X5+ 1, 856
=0 RE 1, 856
JREEE B B [ ]
THR
g (7] A
i\ L
BZ:N d#eHt
- - . - FE i
LEEAIIREDORERITV., THICAK LD LEZIEHT 5,
We hereby certify that the material described herein has been tested and inspected with satisfactory result in accordance with the requirement of the above specification. MANAGER OF

A8 SURVEYOR

MIZUSHIMA WORKS
K BBIERT
mEEEELEE

QUALITY ASSURANCE SEC.
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FEBHE# 5 CERTIFICATE No. : i
iLAEES 0.+ SB0012360 JFE Bars & Shapes Corporation

%S ORDER No. : INSPECTION CERTIFICATE e
i&%%E CUSTOME}(: : ; sk T
™ E3 LS (BB BEAAS)IEE L TH
I %= 4 PROJECT NAME : 7EEA TEL 086-447-4224
£ X & SHIPPER - Bt At KT EERT F##9/5 DEALERSHIP:
B & SPECIFICATION : JIS G 3112 SD345 H#E  SHIP DATE @ 20234 65 148
3|3€3%8 TENSILE TEST ggé; e % K &
£ S N S o
BERE | W B+® | AR T OB | ey PR RR BT S CHEMICAL _COMPOSITION %
AEES) iPo¥s| TS |YR | B |El| gy [ € [ si [ Mo | P | s | N [ cr | Mo | v Ceg
N/mm2 AL | 180° X100 X 1000 X100 | X100| X 1000/ 1000 X 100
e SIZE QUANTITY | MASS  fa45- TwIN MAX | 2% |MIN| R= [MAX |[MAX [MAX |MAX |MAX MAX
© mm ke| 440 490 | 0.80 1812.0D | 27| 55| 160 40| 40 60
3-E0262 | D19 X 6000 79 353 | 555 | 0.64] 23 Goop | 24| 18| 80| 29| 21| 14| 26| 62] 10 45
(5B93233) 1,066
A X5 1, 066
=0 HRE 1,066

!; LEE |RESR| 8 %

=i *
[| 3% i
EARVS

g & N BREH

Py

R
LRSMIIREOREEITV, TNICABLI-Z L 2HEH TS, R

We hereby certify that the material described herein has been tested and inspected with satisfactory result in accordance with the requirement of the above specification. MANAGER OF

QUALITY ASSURANCE SEC.
MIZUSHIMA WORKS

7K B ELERT
FRZAEE SURVEYOR EEBRELE
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AEPAE# % CERTIFICATE No. : SB0019830 JFE Bars & Shapes Corporation
ZyE%ES ORDER No. INSPECTION CERTIFICATE K B BT P P
1=
= % CUSTOMER : :
®EX Ik LR (BF) BEHAS)EE 1 TE
T %= & PROJECT NAME : fEEEA TEL 086-447-4224
¥ X # SHIPPER ¢ B BsERAEt KFEER 45415 DEALERSHIP:
$# ¥ SPECIFICATION : JIS G 3112 SD295 H#FH  SHIP DATE 20234 98 21H
3|3E3RES TENSILE TEST ggég 1t ¥ K Gay
S o FERA N 330‘ G o,
RERS ® B <f 3 ¥ 7z B Passie B3R X | BRIREE ‘{ BEND CHEMICAL COMPOSITION %
(VA& S) rhots| TS YR | B /Bl | sy | ¢ | si [ Mn]| P [ s | Ni | cr | Mo | v Ceq
N/mm2 KL 1g0° X 100 X 1000 X100 | X100]| X 1000/X 1000 X 100
& Yo, SIZE QUANTITY | MASS  TyrN Tado- 2% [MIN| R= [MAX |MAX |MAX |MAX |MAX
o mm kg 295 600 16 | 1. 5D 27 55 150 50 50
3-J0197 D16 X 5000 20 350 503 22 GOOD 20 15 51 38 27 16 16 44 3 34
(5B94228) 156
3-J0197 D16 X 6000 9 350 503 22 GOOD 20 15 51 38 27 16 16 44 3 34
(5B94228) 84
YA XE} 240
=V RE 240
[ThEs jpask & 2]
e G :i'%
3 1=
2} f‘ =
=
= . P - - - HEE
EESMIIEEOREFTV, ThICABR LI LE2THT S,
We hereby certify that the material described herein has been tested and inspected with satisfactory result in accordance with the requirement of the above specification. MANAGER OF

78 SURVEYOR

QUALITY ASSURANCE SEC.
MIZUSHIMA WORKS

K BRERT
REERELE
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ZERAE %5 CERTIFICATE No. : SB0022540 JFE Bars & Shapes Corporation
Z{ES  ORDER No. INSPECTION CERTIFICATE iyt & P
6 2 % CUSTOMER i ) ﬁ%ﬁﬁ*%ﬁl}lﬁﬂlﬁﬁlTE
T ¥ 4& PROJECT NAME : FEH TEL 086-447-4224
¥ X % SHIPPER D BELSRARE RS TR AR %#9)5 DEALERSHIP:
M K SPECIFICATION : JIS G 3112 SD295 HifFH  SHIP DATE 20234E 108 24H
3[3E34E TENSILE TEST ig it % K &
N - BER A S N [ o,
BEES | B & % & B OB | ey D ERS| BRI T8 o CHEMICAL COMPOSITION %
(EHES) trorts| TS, [ YR | 2 Bl | qpsr | C [ si [ Mo | P | s | N [ or| wo| v Ceq
N/mm2 KL | 1g0° X100 X 1000 X100 | X100| X 1000|< 1000 X100
G N S5 SN MASS  TyIN [ 440- 25 |MIN| R= [MAX |MAX |MAX |MAX |MAX
: mm ke| 295| 600 16 | 1.5D 27 55| 150 50| 50
3-J0315 | D13 X 5000 100 353 | 509 27 GOOD 19 15| 51 33 20 13 26| 47 5 35
(5B94305) 498
WA X5 498
=D ARE 498
|
BEE HEgA| H N
S B
;-‘% ‘ F"T @
B A A O skRadt
= . P B R
FRFFIREORELTH, THIER LI LEERHT 5,
MANAGER OF

¥Z&E SURVEYOR

We hereby certify that the material described herein has been tested and inspected with satisfactory result in accordance with the requirement of the above specification.

QUALITY ASSURANCE SEC.
MIZUSHIMA WORKS
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EFBAEE B CERTIFICATE No. : SB0023040 :
JFE Bars & Shapes Corporation
ZEFES  ORDER No. INSPECTION CERTIFICATE o ) P
= - K SEERT
% 2 & CUSTOMER PR () ARtk ) 58 1 T B
T ¥ 4 PROJECT NAME : 7£EEf TEL 086-447-4224
¥ X # SHIPPER P BB att KFE LR ¥ /E DEALERSHIP:
3 # SPECIFICATION : JIS G 3112 SD295 Hifir B SHIP DATE 20234 104 31H
3|3E54E8 TENSILE TEST Sﬁéﬁ 1k ¥ K 4
. . Rtk s N X G 0
wEEs | 8 5 ~F ok = % B B | xums |0 ERE|BRE _1¢'U e CHEMICAL COMPOSITION %
EEES) rPorts| 1.8, | YR | B |El| gy | C | si [ Mo | P | s | N [ or | mo | v Geg
N/mm2 KL o] 180° X100 X 1000 X100 | X100] X 1000[X 1000 X100
O 3o SIZE QUANTITY | MASS  fyrn Taao- 2% |MIN| R= [MAX [MAX [MAX [MAX [MAX
: mm kg | 295 600 16 | 1.5D 27 55| 150 50 50
3-F0323 D10 X 5000 200 372 492 25 GOOD 19 15 49 27 19 11 13 35 3 32
(5B93262) 560
Vs 560
= 0 RE 560
ﬁ REE | RENR H X
LR
’; a3 D)
=4 B (*J
i =
g o> et
. . . FER O
FEEMIIBREORERITV., THICAR LI LR T S,
We hereby certify that the material described herein has been tested and inspected with satisfactory result in accordance with the requirement of the above specification. MANAGER OF

¥ S SURVEYOR

QUALITY ASSURANCE -SEC.
MIZUSHIMA WORKS

7K B BLERT
B EEEEE




