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SEAAE % B CERTIFICATE No. : SB0039520 FE B o ]
Z¥E%S  ORDER No. INSPECTION CERTIFICATE X %g%ﬁﬁ LR
® Z K CUSTOER C I LEEE () f; . —
Bk E)IEE1LTAE
T % 4 PROJECT NAME : fEfER TEL 086-447-4224
& 3 #& SHIPPER W e Lt e T2 ST ¥%JE DEALERSHIP:
# # SPECIFICATION : JIS G 3112 SD295 W7 H  SHIP DATE 20244E 67 3H
__ 313835 TENSILE TEST #i7 . % & &
REES | Ba& & | AR B B |Sor s ke U ';f\;;% CHEMICAL _COMPOSITION %
(%5 reos| 1.5, | YR | | EL| qpsr | C [ si [ Mo P | s [ N | cr | Mo | V Ceq
N/mm2 o (%) ° X 100 X 1000 X 100| X 100]| X 1000|X 1000 % 100
LOT No. 180
CH No) Sk QUANTITY | MASS  fyrn Tad0- 5 |MIN| R= |MAX |MAX |MAX |MAX |MAX
mm ke| 295 600 16| 1.5D 27| 55| 150 50| 50
4-E0234 | D10 X 4000 200 362| 503 23 Goop | 20| 16| 60| 38 22 8 7] 23 2 33
(5B96475) 448
4-A0093 | D10 X 5000 200 380 | 516 25 coop | 20| 14| 47| 38| 16| 11| 26| 42 5 35
(5B95322) 560
A X5k 1, 008
* 0 ARE 1,008
I Ldes [pank & &
;ﬁ‘(
l=| (2L )
L ‘
Ert)\»f:l.?-ﬂiﬁ#-ﬂ:
. - . HE
FERSEEORERTV. INIKAB LI LAY L.
MANAGER OF

He# B SURVEYOR

We hereby certify that the material described herein has been t

ested and inspected with satisfactory result in accordance with the requirement of the above specification.
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FEBAE® 5 CERTIFICATE No. : SB0043210 JFE Bars & Sh o £
o5 r S
ZYE%S  ORDER No. INSPECTION CERTIFICATE X %j@;ﬁ apes borporation
& E & CUSTOMER D3 SRR (B =
; BB EELTH
I %= 4 PROJECT NAME : fEER TEL 086-447-4224
¥ XX #F  SHIPPER DB A P it BER9J5 DEALERSHIP:
#] #& SPECIFICATION : JIS G 3112 SD295 Hifif B SHIP DATE 20244 7H 17H
3|3E3%: TENSILE TEST 7 £ % & @
BEES | B & T &% ZNE B OB | B mik] U ?;% CHEMICAL COMPOSITION %
(BRE =) veots| T.S. | YR | B |Bl| test | C | si | Mn P | s Ni cr | Mo y Ceq
e - N/mm2 K| o8 | 1go° X100 X 1000 X100 | X100 X 1000|X 1000 X100
€@ N QUANTITY | MASS  fyrn Tado- 2% [MIN| R [MAX |MAX |MAX [MAX [MAX
mm ke | 295| 600 16/1.5D | 27| 55| 150| 50| 50
4-F0158 | DI3 X 5000 100 368 | 504 26 GooD | 19| 16| 53| 40| 24| 10| 10| 40 1 32
(5B96734) 498
YA X5t 498
=0 REH 498
nEs Raak|(E X
* &)
[
B\
-xjyﬁﬁ%#
= e - . PR W
CREMEEEORERT. TRICEE LI L RIERT S,
MANAGER OF

fAE SURVEYOR

We hereby certify that the material described herein has been tested and inspected with satisfactory result in accordance with the requirement of the above specification.
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JFE Bars & Shapes Corporation

A 3% 5 CERTIFICATE No. : SB0061680
S ORDER No. : INSPECTION CERTIFICATE "
= m o _ K EOERT
% B X CUSTOMER A& Ay () :
AR WELITH
T E 4 PROJECT NAME @ $kT = TEL 086-447-4224
7% 3r #&  SHIPPER AR A SR 2T L5 DEALERSHIP:
# ¥ SPECIFICATION : JIS G 3112 SD295 Hifif A SHIP DATE 20264 38 31H
3133k TENSILE TEST E?%éé v % R 7
= N w FetRa e L4 e N E: 0
BaEs | B & Tk K ¥ B OB | oy |0V RS BRI LA R CHEMICAL _COMPOSITION %
(a3 =) vPorts) T.S. Y.R. % El | rEst & | Si ‘ Mn P ‘ S Ni Cr Mo v Ceq
LOT N ‘ N/mm2 KoL oo | 1g0° X 100 X 1000 %100 | X 100] X 1000{x 1000 X 100
@ Ny 128 QUANTITY | MASS  TyqN 440~ 2% |MIN| R [MAX [MAX [MAX [MAX |MAX
ke[| 295| 600 16 [ 1.5D 27| 55| 150 50| 50
5-B0212 | D16 X 5000 22 351 | 481 22 Goob | 14| 16| 60 31| 23] 20 22| 60 4 31
(5B98763) 172
YA Rt 172
&0 ARE 172
GEH | #
n'h /}:‘_-)
2\ ™)
Aa N 2 kA g
. . IR
RS EORE ST, SRR LI T & AT B, x o
ation. MANAGER OF

¥#E B SURVEYOR

We hereby certify that the material described herein has been Lested and inspected with salisfactory result in accordance with the requirement ol the above specific
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SEBAE% 5 CERTIFICATE No. : SB0012360 JFE Bars & Shapes Corporation
Z1E%E S ORDER No. INSPECTION CERTIFICATE K B B
1=
EFEE TOMER : 5
FEE X CUS F ESET (B AEHAE)IEE L TH
I %= 4 PROJECT NAME : 7EEA TEL 086-447-4224
¥ X # SHIPPER CE MRS KFEER 4549J5 DEALERSHIP:
#H ¥  SPECIFICATION : JIS G 3112 SD345 HifF @  SHIP DATE 20232 6H 14H
335348 TENSILE TEST ggé; 1t ¥ |59 e
R R N N E o
BERE | W B +® | AR B OB | ey DRk @O S CHEMICAL _COMPOSITION %
(RS iPo¥s| TS |YR | ® |El| gy [ € [ si [ Mo | P | s | N [ cr | Mo | v e
N/mm2 Lo | 180° X100 X 1000 X100| X100] X 1000|X 1000 X100
(%gT %0-) SIZE QUANTITY MASS T34 [MIN MAX | 2= |MIN| R= [MAX |MAX |MAX |MAX |MAX MAX
0. mm kg 440 490 | 0.80 18| 2.0D 27 55 160 40 40 60
3-E0262 D19 X 6000 79 353 555 | 0. 64 23 GOOD 24 18 80 29 21 14 26 62 10 45
(5B93233) 1, 066
W1 X5+ 1, 066
% 0 RE 1, 066
ESACEE R
c | (122 <
EARVx &2
A& N2 iReH
B
LR IREORERT, HUCA LT T & ZEHT 5, .
We hereby certify that the material described herein has been tested and inspected with satisfactory result in accordance with the requirement of the above specification. MANAGER OF

%A E SURVEYOR
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SB0061700

INSPECTION CERTIFICATE
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JFE &ifl %=1t

JFE Bars & Shapes Corporation
K B RLERT

Z1%S  ORDER No. 3
1= 54 = .
T B x¥ CUSTOMER P HAANA 2y (BR)
' AR EHE 1 TH
T % 4 PROJECT NAME : #kT= TEL 086-447-4224
& 3 #  SHIPPER O = 1 1 S S O Dt i #4915 DEALERSHIP:
33 ¥ SPECIFICATION : JIS G 3112 SD345 Hff B SHIP DATE 202564 3 31H
|k TENSILE TEST Eflé% ik 2 574 il
N w [ AR AT N i N i o,
BEBS | W& T3 A # B | wny | OVEORS| BRI ,1$U e CHEMICAL _COMPOSITION %
(WO 5) iros| 1.5 | YR | g || msr| c | s Mo | P [ s [ M | o | Mo | V Ceq
WO <17 " N/mm2 KO | 180° X100 X 1000 X 100 | X 100| X 1000{< 1000 X100
0. 2 QUANTITY SS [345- [MIN WAX | 2®& |MIN| R= [MAX [MAX |[MAX [MAX |MAX MAX
(CH No.)
mint kg | 440 490 | 0.80 18| 2. 0D 27 55| 160 40 40 60
4-1,0035 D22 X 5000 28 379 589 | 0.64 19 GOOD 23 20 79 27| 26 14 26| 62 10 44
(5B97999) 426
A G 426
% 0 IREE 426
BB |RERR] H X
g 1|
' ,il’.' j\-;
8| \ it )
BANA 2 BAER
i} . ) HIR
ISR EORE AT, TR LI L ERERT D, = N
MANAGER OF

A E SURVEYOR

We hereby certify that the material described herein ha

s been tested and inspected with satisfactory result in accordance with the requirement of Lhe above specification.

QUALITY ASSURANCE SEC.
MIZUSHIMA WORKS
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